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Client : Bodysteel and Silver Co.,Ltd.
31/4 Soi Laolada Aroonamrin Rd.,
Aroonamrin , Bangkoknoi Bangkok 10700 Thailand

The following sample(s) was/were submitted and identified by client as:

Sample Description : ECH-80/S

:Sample No. 2215349

Sample Condition : Sample is contained in plastic bag.

Quantity Submitted : 1 pc

Color : Steel

Manufacturer/Vendor : Bodysteel and Silver Co.,Ltd.

Country of Origin : Thailand

17-Jan-2012:Sample Receiving Date

:Testing Period 17-Jan-2012 to 30-Jan-2012

Test Method & Results : Please refer to next page(s).

Signed for and on behalf of

SGS (Thailand) Limited

Pornpana Lirathpong
Hardlines Testing Manager
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Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at 

the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising 
all their rights and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or 
falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.”

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 90 days only.”
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warranty of the sample’s representativeness of any goods and strictly relate to the sample(s ). The Company accepts no liability with regard to the origin or source from which the sample(s) is/are said to be 

extracted.
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TEST RESULTS

European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its amendments

Cadmium content

For Metal

Method :  With reference to EPA 3050B. Analysis was performed by ICP-OES.

Test Item Permissible Limit (%)Detection Limit (%)Result 1

(%)

Cadmium (Cd) 0.010.0005ND

Comment ----PASS

Sample description :
1. Metal

For Paint on Painted Article

Method :  Acid digestion, Analysis was performed by ICP-OES.

Test Item Permissible Limit 

(%)

Detection Limit (%)Result 3

(%)

Result 2

(%)

Cadmium (Cd) 0.10.0005NDND

Comment ----PASSPASS

Sample description :
2. Black enamel
3. White enamel

Note :
1. % = percentage by weight
2. ND = Not Detected 
3. Permissible Limit specified by Commission Regulation (EU) No 494/2011  amending Annex XVII of REACH Regulation 
(EC) No 1907/2006 (previously restricted under entry 23 of Regulation (EC) No 552/2009 and directive 91/338/EC)
4.The results shown are based on the total weight of dry sample
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SAMPLE/ATTACHMENT PICTURE

****************************************** End of Report  ******************************************
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